










30





d - 0,15
+0,08

dk

l+1

min. 27

k

dm

min. 3,3 mm                  600 N 1000 N

10,0 13 6,5
– 0,7

0,8
± 0,2

10.700.032.100/31,7
– 0,07

500

No.


l


d dk k dm

3,2
EN AW - 5019 [AlMg5]

min. 4,15 mm                  1000 N 1350 N

18,0 11
8,0
– 1,0

1,0
± 0,3

10.700.040.080/3

12,0

18,0

15

21

10.700.040.120/3

10.700.040.180/2

2,0
– 0,07

500

500

500

4,0

EN AW - 5754 [AlMg3]

3,1 mm                  320 N 430 N

6,3
– 0,7

0,8
± 0,2

10,0 15,0 – 17,5 10.700.030.100/8

12,0 17,0 – 19,0
1,7
– ,07 10.700.030.120/2 500

500

No.l


d dk k dm

4,1 mm                  610 N 870 N

8,0
- 1,0

1,0
± 0,3

18,0

10,0

13,0 – 15,0

14,5 – 17,0

10.700.040.080/5

10.700.040.100/5

12,0 16,5 – 18,5

16,0 18,0 – 12,0

2,0
– ,07

500

10.700.040.120/4 500

500

10.700.040.160/4 500

20,0 11,5 – 15,5 10.700.040.200/6 500

4,0

5,1 mm                  1650 N 2050 N

9,5
- 0,8

1,1
± 0,3

12,0 16,0 – 18,5 10.700.050.120/6

16,0 18,0 – 11,5
2,7
– ,07 10.700.050.160/3 500

500

No.l


d dk k dm

5,0







d - 0,15
+0,08

dk

l+1

min. 40

k

dm

 


3,0

 


EN AW - 6060 [AlMgSi]

EN AW - 6060 [AlMgSi]

EN AW - 6060 [AlMgSi]



min. 4,95 mm                  1350 N 1820 N

9,5
– 1,0

1,1
± 0,3

10,0

16,0

14

20

10.700.048.100/3

10.700.048.160/2
2,7

– 0,07

500

500
4,8

EN AW - 5754 [AlMg3]






